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Applicant: Shanghai henryone Industrial Equipment Co., Ltd

Contact information: Building 2, 355 Hepeng Road, Qingpu District, Shanghai

The following sample(s) was (were) submitted and identified by client as:

Sample Description : Conveyor belt

Style/Item No. : PVC

Sample Received Date : Oct. 21, 2019

Testing Period : From Oct. 21, 2019 to Oct. 26, 2019

Test Request : Please refer to next page(s).

Test Result(s) : Please refer to next page(s).

Signed for and on behalf of Shen Zhen UONE Test Co., LTD.

Prepared by Checked by Approved by

Anna Li Nora Deng Pascal Shi
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Summary of Test Results:

TEST REQUEST CONCLUSION

(1)
Material in Contact with Food Articles U.S. FDA 21 CFR 177.1950 Vinyl
chloride-ethylene copolymers.

Total extractives

- Deionized water PASS

- N-heptane PASS
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Test Material(s) List

Material No. Description (Location)

1 White soft plastic (PVC)

Test result(s):
(1) Total extractives
Test Method: with reference to U.S. FDA 21 CFR 177.1950

Parameter Unit RL Limit
Result

1
Total extractives - Deionized water

(150°F, 2h) % 0.05 ≤0.03 N.D.

Total extractives - N-heptane
( 150°F, 2h) % 0.05 ≤0.1 N.D.

Conclusion PASS

Note: 1. mg/in2 = milligrams per square, mg/kg = milligram per kilogram.
2. “”= less than or equal to.
3. N.D. = Not Detected (<RL)
4. RL = Report limit.
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Photo(s) of Sample:

***End of Report***

This report is considered invalidated without the Special Seal for Inspection of the UONE, This report shall not be
altered, increased or deleted. The results shown in this test report refer only to the sample tested. Without written

approval of UONE, this report shall not be copied and published as advertisement.
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